7- Washington State
" Department of Transportation

Maximum Density Curve

Barcode Number:

Lab ID Number:
Sample Identification Data Density Curves
Contract Number: XL2779 Pass #4 | Maximum| Pass #4 | Maximum
SR #: 090 0.0 118.0] 51.0 142.1
Pit Number: ‘ 1.0 118.8] 52.0 141.6
2.0 119.6] 53.0 141.2
Section: 3.0 1204 54.0 140.7
4.0 121.2 55.0 140.3
Material Description: Borrow 5.0 1221 56.0 139.9
Project Engineer: 6.0 122.9 57.0 139.4
Date Received: 6/3/2010 7.0 123.7] 58.0 139.0
8.0 124.6] 59.0 138.6
Input Data 9.0 125.5| 60.0 138.3
Coarse Density (Ibs/ft"3): 118.0 10.0 126.3 61.0 137.9
Fine Density (Ibs/ft"3): 130.0 11.0 127.2 62.0 137.5
Coarse Specifi Gravity: 2.715 12.0 128.1 63.0 137.2
Fine Specific Gravity: 2.704 13.0 1291 64.0 136.9
14.0 130.0f 65.0 136.6
Results 15.0 131.0f 66.0 136.2
Passing #4 @ Maximum Density: |38.0 16.0 131.9 67.0 135.9
Maximum Density (Ibs/ft*3): 145.9 17.0 133.0 68.0 135.7
Passing #4 @ Minimum Density: |0.0 18.0 134.0 69.0 135.4
Minimum Density (Ibs/ft"3): 118.0 19.0 135.0f 70.0 135.1
(A) Percent Passing #4: 52.0 20.0 136.1 71.0 134.8
(B) Approx. Opt. Moisture #4-0:  |9.5 21.0 1371 72.0 134.6
( C) Approx. Opt. Moisture Coarse 22.0 138.1 73.0 134.4
Corrected Opt Moisture * 4.94 23.0 139.0 74.0 134.1
24.0 139.9 75.0 133.9
25.0 140.8 76.0 133.7
26.0 141.5 77.0 133.5
Maximum Density Curve 27.0 1422| _78.0 1333
28.0 142.9] 79.0 133.1
160 - - —T 29.0 143.5| 80.0 132.9
150 30.0 144.0f 81.0 132.7
31.0 1445 82.0 132.5
140 T T——— 32.0 142.9]_83.0 132.4
@ 130 33.0 145.2] 84.0 132.2
& 34.0 1455 85.0 132.0
g 1% - 35.0 145.7|__86.0 131.9
= 110 36.0 145.8] 87.0 131.7
B 37.0 145.9] 88.0 131.6
c 100
a 38.0 145.9] 89.0 131.4
%0 39.0 145.9]  90.0 131.3
80 40.0 1458|  91.0 131.1
41.0 145.6 92.0 131.0
@ 42.0 1454 93.0 130.9
0 10 20 30 40 50 60 70 80 90 100 43.0 145.1 94.0 130.8
% Passing No. 4 U.S. Standard Sieve 44.0 144.9 95.0 130.6
45.0 144.5] 96.0 130.5
46.0 144.2] 970 130.4
T Codes:| T-633 | 47.0 143.8] _ 98.0 130.2
' 48.0 143.4]  99.0 130.1
: ’ , 49.0 143.0] 100.0 130.0
Approved By: ] s 4 Date: &l 7/26010 50.0 142.5
Control Points for Density Curves
* Corrected Optimum moisture is correct only at the Percent passing # 4 as Pass #4 | Maximum| Loose
reported in the remarks section of this report. 0.0 118.0 100.0
17.4 133.3 109.1
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